1. Name & Address of the Customer

2. Test Report No.
3. Job Order No. & Date

4. Specimen reference No.

5. Specimen’s material & condition

6. Type of test & method of test

7. Date of performance of test
8. Equipment used

9. Test results

o ey

GOVT. OF INDIA

MSME TESTING STATION

{Formerly Field Tesling Station)

MINISTRY OF MICRO, SMALL & MEDIUM ENTERPRISES
A1, Industrial Estate, Sanathnagar, Hyderabad - 500 018.

TEST REPORT

Date :

M/s Aerolite Industries Pvi. Ltd.,

Mekaguda Village ,
Nandigama Mandal.

54963

54963

13.01.2023

As required

Calcium Silicate

SAG Resistance

Phone : 23704371

10.02.2023

dt. 03.01.2023

SLNo.

Name of the Test

Test Method

Result

SAG Resistance test

ASTM C 473-03

No Sagging

Note: Tested as per Standards and above tests are witnessed at M/s KELVN Labs,
IDA Nacharam, Hyderabad.
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